Jointing Compound

This Jointing Compound is designed for Aluminum Crimped Connections, which is
made from Grease and Zinc Dust the grease acts as a corrosion inhibitor and the
zinc and thickener act as a surface breaking current bridges in the joint. The jointing
compound should be applied immediately after brushing to remove and oxide.
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